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The production and use of ultra-cold neutrons has been of considerable interest in recent years both because of the 
possibility of increasing the measurement precision of the intrinsic properties of the neutron itself as well as improving the 
energy resolution of conventional scattering experiments. We have constructed a rotating-crystal Doppler shifter at the 
pulsed neutron source at Argonne which shifts neutrons of speed --400 m/s into the ultra-cold range (< 10 m/s), and used 
this source to develop a high resolution time-of-flight spectrometer. To demonstrate the utility of this spectrometer we 
present measurements of iron films evaporated on titanium foils. The data reveal the polarization dependence of the 
transmission as a function of velocity, as well as the quantum-mechanical interference caused by the waves scattered by the 
iron and titanium. The data collection rates (at ZING-P') are about two orders-of-magnitude higher than achieved at other 
ultra-cold neutron sources. Energy resolution of 10 _7-10 -8 eV is readily achieved. 

1. Introduct ion 

The  produc t ion  and use of ul t ra-cold neu t rons  
has been  of cons iderable  interest  in recent  years 
both because  of the possibil i ty of increasing the 
m e a s u r e m e n t  precision of the intr insic propert ies  
of the neu t ron  itself, such as the electric dipole 
m o m e n t  and the lifetime, as well as improving  
the energy resolu t ion  for conven t iona l  scat ter ing 
exper iments  [1]. In order  to carry out  experi-  
men t s  with ul t ra-cold neu t rons ,  we have con- 
s t ructed [2, 3] a rotat ing-crystal  Dopp le r  shifter 
at the pulsed neu t ron  source at A r g o n n e  
Nat ional  Labora tory ,  which shifts neu t rons  of 
speed - 4 0 0 m / s  into the ul tra-cold range 
(<  10m/s).  We  have used this source of ultra- 
cold neu t rons  to develop a spec t romete r  which 
takes advantage  of the pulsed s t ructure  of the 
spal lat ion source to de t e rmine  the neu t ron  
energy by time-of-flight. To  demons t r a t e  the 
util i ty of the spec t romete r  we present  measure-  
men t s  of the t ransmiss ion of iron films 
evapora ted  on thin t i t an ium substrates.  The  spin- 
d e p e n d e n t  index of refract ion is util ized to 

polarize the neut rons ,  and the observed 
po la r i za t ion -dependen t  t ransmiss ion is in good 
ag reemen t  with theoret ical  expecta t ions  once  the 
quan tum-mechan i ca l  in te r ference  caused by the 
waves scat tered by the iron and  t i t an ium is taken 
into account .  Because the pulsed neu t ron  source is 
ideally suited for time-of-flight spectroscopy, the 
data  collect ion rates for the present  spec t rometer  
are about  two-orders -of -magni tude  higher than 
previously realized at o ther  ultra-cold neu t ron  

sources [4, 5]. The  pr imary d isadvantage  of this 
spec t rometer  is the large effective beam diver- 
gence ( - 8 0  ° ) of the incident  beam.  Col l imat ion  
can of course be used to restrict the divergence,  
with a concomi tan t  loss of intensity.  There  are 
many  exper iments ,  such as thin film t ransmission 
and inelastic scattering, where  the angular  diver- 
gence is not  impor tan t  and then the large gain in 
intensi ty  is a cons iderable  advantage.  

2. Theoret ical  considerat ions  

The d o m i n a n t  in teract ions  of neu t rons  with 
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matter  are the strong nuclear force and the 
neut ron-e lec t ron  dipolar interaction for materi-  
als which possess unpaired electrons (i.e. mag- 
netic materials). For the present  interest these 
interactions may be conveniently written in 
terms of a potential  energy [1, 6]: 

V _+ _ 2 7 r h  2 
- - - N ( a , + - p , )  (1) 

m 

where a ,  is the (s-wave) nuclear scattering am- 
plitude, N is the atomic density, and pn is the 
magnetic scattering ampli tude defined by 

,ye "~ 
P = \2~--~c 21 #~- (2) 

Here  the term in parenthesis is the neu t ron -  
electron magnetic dipole coupling constant, and 
/~z is the z component  of the atomic magnetic 
moment .  The _+ signs in eq. (1) refer to the 
relative orientation of the neutron spin and the 
magnetization. If V + and/or V- are positive then 
the interaction fo r  that spin state is repulsive; for 
neutrons with sufficiently low velocities the 
potential  energy exceeds the component  of the 
kinetic energy perpendicular  to the surface and 
the neutrons are reflected. Quantum mechanic- 
ally this can be described by the familiar one- 
dimensional barrier  problem, where only the 
velocity normal to the surface is relevant. For 
typical materials the critical velocity vc at which 
the potential and (perpendicular) kinetic energies 
are equal, 

v~ = (2 V U m  ) 'a , (3) 

is of the order  of a few meters/sec. This velocity 
corresponds to an equivalent thermal energy of 

10-3K; hence the name ultra-cold neutrons. 
This is the essential idea for the macroscopic 
confinement of very low energy neutrons, which 
for magnetic materials depends on the relative 
orientation of the neutron spin and the direction 
of magnetization. We have used this spin 
dependence to produce a highly polarized 
beam of ultra-cold neutrons. 

An interesting situation arises when the 

nuclear and/or magnetic scattering amplitudes in 
eq. (1) are varied spatially. Such a variation can 
be achieved, for example,  by the deposition of 
different materials in the form of a thin film. The 
different materials will correspond to different 
scattering potentials, which will cause a 
wavelength dependent  interference in the 
transmitted as well as reflected beams. This 
effect was first observed for reflected X-rays by 
Keissig [7], and more recently with neutrons by 
Spooner  et al. [8]. Extension of this procedure to 
repeated evaporat ions of two different materials 
yields a periodic variation of the potential, and 
this technique has been used to produce artificial 
"crystals" for use as monochromators  of thermal 
neutrons, including highly polarized beams [9], 
as well as guides for thermal neutrons [10]. 

3. Results 

Fig. 1 shows the experimental  setup. Neutrons 
are reflected from the rotating thermica crystal 
package to produce a pulse of low velocity neu- 
trons which travel down the Ni guide to the Fe 
polarizing foils. The effective pulse width at the 
crystal package is --400 ~s for the present rotor, 
and the source was operated at 5 Hz for these 
measurements .  Neutrons with energies from 0.1 
to 40 ~eV were employed in the time-of-flight 
measurements ,  which correspond to velocities 
from 3 to 20m/s.  The first foil effectively 
polarizes the beam, and the second foil acts as an 
analyzer. The counts in the detector  are analyzed 
as a function of time. 

Fig. 2 shows the data obtained from successive 
transmission through two 1600.A Fe films. The 
data were taken with the foils demagnetized,  so 
that domains in the films were randomly oriented, 
and with the films magnetically saturated in the 
same direction. With the films saturated mag- 
netically, the first foil acts as a polarizer, whose 
efficiency is velocity dependent .  There are two 
critical velocities in this case, one for spin up (v +) 
and one for spin down (G-). Note  that if the Fe films 
were very thick (compared to the neutron 
wavelength) then no neutrons should be trans- 
mitted for v < v ~ ,  only one spin state for 
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Fig. 1. Schematic diagram of the time-of-flight spectrometer. 
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Fig. 2. T r a n s m i s s i o n  of  u l t r a - co ld  n e u t r o n s  as a f u n c t i o n  of  
ve loc i ty  through two 16(X).~ foils,  with the foils u n m a g -  

ne t i z ed  (random domain orientations) and with both foils 
magnetically saturated. These data t ook  a to ta l  of  25 ra in  to  

col lec t .  

v~ < v < vg, whereas  all neutrons  could be trans- 
mit ted for v > v +. The  second  film then has 
essential ly  no additional  effect on the transmitted 
beam.  For the u n m a g n e t i z e d  case the domains  are 
randomly  or iented  in each film, and thus a neutron 
transmitted by the first film will l ikely see  a domain  
with another  orientat ion in the second film. H e n c e  
the overall  transmiss ion will be  reduced in the 
u n m a g n e t i z e d  case,  as observed .  T h e s e  data took  a 
total of about 25 min to col lect .  

The  ve loc i ty  structure of the transmitted beam 
can be m o r e  easily observed  with data from 

500 ~ × " .  x ~ . .  

t 

2 400 

T x / TRANSMISSION THROUGH % ~', : [ . ,  
POLARIZING FOILS 5OO (Fe COATING on O. Imil Ti) 

I u MAGNETIZED FOILS u~ l --SQUARE POTENTIAL CALC 
E 200 ! (MAGNETIZED) 

-I e4 x UNMAGNETIZED FOILS 
i .... SQUARE POTENTIAL CALC. co 

~- I00 0.5 ~ . e V  (UNMAGNETIZED) 
z (450~ Fe COATING) 
8 

o ~ 6 ~'~ ,~ ,~ ~ ,~ ~ 
VELOCITY (m/s} 

Fig. 3. T r a n s m i s s i o n  as a f u n c t i o n  of  ve loc i ty  for  450 ,~ films, 

s h o w i n g  the interference effects. The spectrometer r e s o l u t i o n  

i s - 4 X  I0 SeV.  
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thinner foils such as that shown in fig. 3 for 
450 A films. The modulation of the transmission 
agrees reasonably well with the calculations in- 
dicated by the curves for both the magnetized 
and unmagnetized cases. These data can be used 
to make a rough estimate of the energy resolu- 
tion of the spectrometer. From the width of the 
minimum at - 10 m/s we can estimate a relative 
energy resolution of AE/E = 8%, which yields an 
absolute energy resolution of 4 x  10-SeV. This 
result is in good agreement with the calculated 
energy resolution using a numerical simulation. 
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